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Abstract  
Stability of major structures located on clay foundation is one of the important 

subjects in the civil engineering. Stability of clay foundation is due to ground water 

penetration through porous media of the soil. Therefore, water level control and 

suitable drainage system can be so important to protect the foundation of such 

structures. Leaching in soils is the important subject in the geotechnical 

engineering. Leaching resulted in removal salts of soils and reduction strength and 

physical properties of soils. Lixiviation of soluble salts cause the change of 

physical properties as unit weight, void ratio, Atterberg Limit, hydraulic 

conductivity and specific gravity. As a result of becoming loose the soil structure, 

strength parameters are reduced. One of the effects of reduction strength in soils is 

instability slopes that finally cause sliding.In this study, following series of 

chemical, physical and strength tests, the effect of leaching has been appointed and 

investigated on the north Iran's clay soils. This study indicates that as a result of 

leaching the soil structure have become porous and removal the soluble salts and 

part of the fine particle change the dry unit weight, void ratio, specific gravity and 

hydraulic conductivity. Also, leaching cause the reduction of mechanical properties 

and unconfined compressive strength, Elasticity of modulus, Cohesion and friction 

angle in two condition as drained and un-drained conditions. Finally, using the 

result of laboratory tests and comparison with the results of a case study using a 

numerical approach, the effect of leaching in sliding has been investigated. 
 
Key words: Leaching, Soil, Modulus of Elasticity, Stability, Foundation 

 
 
 

Archive of SID

www.SID.ir

http://www.sid.ir


 

3 

 

found that the increase in the moisture content and removal salts could reduce the SPT 

(N) values [12]. 

With attention to above studies we can understand which more of the carried out 

studies was concentrated on the sandy soils, but effect of leaching on the clay soils was 

paid attention little. In this study with carrying out the series of experimental tests 

changing of clay's shear strength in result of leaching was investigated. 

 
2. laboratory test: 
    A) type of soil and number of samples: 

 

    The soil that has been considered this study is North of Iran clay. Physical 

characteristics of soil are according to table1: 

 

    Table 1: initial characteristics of samples         

 Moisture   Type of soil  

GS  

 Average size of   PI  PL  LL      

 

Content (%) 
     

particle(mm) 
         

Clay 

  

                   

                

soil 
  

 7   CL  2.64   0.0074   12  26  38     

                      

 

 

 
B) Type of test:  
Three type of test carry out in this study that such as: chemical, physical and strength 
test.  
 
    b.1) physical and mechanical tests: 
 

 

Table2: characterizes of physical and mechanical test 

 Direct  Unconfine  Hydraulic  Atterberg Determinati  GS Type of  

 Shear  d  conductivit  limits on d and e   test 
 

 Test  compressiv  y 
    

 

    

        

  of    
 

   e strength         
 

             
 

 ASTM ASTM  ASTM ASTM ASTM ASTM Related 
 

 D3080- D2166-87  D2434-87 D4318-87 D1556-82 D854-87 standard 
 

90             
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Also result of the direct shear test was shown in table5: 

 
 

Table5: result of direct shear test on the samples 

CU (deg) CD (deg) CCD (Kg / cm 2 ) CCU (Kg / cm 2 ) samples   

 
 

      
 

9.12 23.5 0.11 0.37 A 
 

6.54 20 0.07 0.31 B 
 

6.11 17 0.057 0.28 C 
 

5.48 16.5 0.05 0.26 D 
 

4.62 14.5 0.041 0.22 E 
 

4.58 14.2 0.037 0.191 F 
 

4.53 13.8 0.034 0.18 G 
 

4.5 13.3 0.03 0.17 H 
 

 
 
3-Argument:  
a) Evaluation of physical test results:  
Just as shown from table3 effect of leaching and diminished EC in rate of 95.5 percent 
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cause to reduction liquid (LL) limit in rate of 27.8 percent. Ismael (1993) study on the 
Arabian coastal saline soils that were placed unified classification ML and there were 
salts such as gypsum and anti-dry on there structures changing the LL had been 
calculated reduction in rate of 34 percent. In this study leaching cause to reduction EC 
in rate of 93 percent [5]. Different with this study can express at different in type of soil 
and type of salts. Studies of Guarnieri & Molari (2000) on two type of clay in Italy had 
been expressed reduction LL in result of leaching. That this reason can express in 
different in type of mineralogy. Also another different between in two studies can 
expressed reversion at effect of salts way. As so as salts had been edited Saline water 
[2]. Also studies of Sridharan & Gajarajan (1987), Lebron report et al (1994) and 
Hawkins & Anson (1998) had been accepted this results. Existence difference between 
in two studies was reversion of way of addition salts namely addition of calcium ions. 

Results of Sridharan & Gajarajan (1987) studies on the bentonite & montmorillonit 
clays indicated that in effect of  fluride  Ion and exit the aluminum decrease the liquid 
limit [6]. But in this study Indistinct the type of salts and type of mineralogy can result 
that in effect of elimination salts in soil structures decrease in diffuse double layer 
thickness. Table 3 denounce that Plastic limit (PL) decrease in rate of 26.4 percent in 
leaching process and reduction EC. This phenomenon could be in result of eliminate of 
salts that cause to reduction plasticity of soils. Ismael study (1993) on the coastal saline 
soils in Persian Gulf indicated that decrease LL and PL in result of leaching process and 
reduction EC in rate of 93 percent [5]. That can express different in type of soils and 
type of salts are different between in this two study but absolutely in this study too 
removal of salts that increase the plasticity of soils cause to reduction PL [5].  
 
Also studies of Molari & Guarnieri (2000) on the two Italian clay soils express the 

increasing PL in result of reduction salts [2]. Hawkins& Anson studies (1998) had been 
accepted this result too [8]. Changing of plastic limit (PL) depended on to type of 
mineralogy; also path of this study is reversion of present study that means salts had 
been added to soils. In present study be indistinct the type mineralogy and type of salts 
but similarity between two study reduction in total of salts and similar conclusion.  
Also table 3 indicated that reduce plasticity index (PI) in rate of 30.7 percent in leaching 
process and reducing EC. That this phenomenon could be reduction the salts of that 
export plasticity property to soils. May exist salts that with add to soil be increased the 
strength of soils. Such as Puppala (2004) study that against of present study was added 
Portland cement in soils accompanies was improving strength property resulted to 
decreasing PI. Portland cements with be addition to soils decreasing the plasticity 
property that in this study in result of different in type of method, type of salts and type 
of soils (was sand) was apposite result with present study [18].  
Study of Ismael (1993) on the coastal saline soils in Persian Gulf (ML) denounce that 

decreasing plasticity index (PI) and had been no plastic in result of leaching process and 
decreasing EC in rate of 93 percent [5], whereas existence gypsum salts in this soil 
cause to improving plasticity property. Reduction plasticity index in leaching process 
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had been resulted. Whereas types of method of present study similar to this study, 
therefore was increased exaction of this result and probability existence of gypsum salts 
had been in present study. Results had been indicated that in result of leaching and 
reducing EC in rate of 95.5 percent, reduction slowly in Gs , increasing e and finally 
reduction in  d had been happened in soil samples. In present study reduction  d in rate 
of 13 percent and increasing void ratio in rate of 26 percent was happened.This 
phenomenon could be explained that solving the crystals of salts in result of cementing 
and exiting part of fine particle from soil structure. That really tendency of soil had been 
to finer particle and reduction Gs , and in result of removal salts and destroying the 
cementing link porosity of soils had been increased, also another reason on the 
increasing void ratio maybe replacing Ions that had large hydration radius with Ions that 
had little hydration radius that cause to reduction in diffuse double layer and increasing 
void ratio. Ismael (1993) study on coastal saline soils in Persian Gulf denounce that 
relative reduction Gs in leaching process and reduction EC in rate of 93 percent [5]. 

Different between this study and present study had existing, be different leaching 
container that had special effect on the leaching manner. Ismael (1998) study on the 
cementing sands in Kuwait indicated that Gs had not been changed in leaching process 
[11]. Also Sridharan & et al (1987) study on bentonite clay reduction in Gs had been 
resulted too. Studies of Ismael (1993) on coastal saline soils in Persian Gulf indicated 

that leaching cause to reduction  d max in rate of 3.84 percent and increasing e in rate of 

7.31 percent [5].  
Study of Ismael (1998) on cemented sandy soils in Kuwait indicated that leaching 
process cause to increasing void ratio of Kiefn region in rate of 3 percent [11].  
Also Moore & et al (1977) with laboratory study of leaching on the Strait of Canso's 

sediments in Canada indicated that leaching with NaOH increase the void ratio of soil 

that accept these results. 

Finally results of table 3 denounce on increasing Hydraulic conductivity (K) in rate 97 

percent in leaching process. This reason as so as had been explained later was 

increasing the soil void ratio in leaching process that cause to increasing K.studies of 

Hasan-Alsanad & Basel AL-Bader (1990) on the calcareous soils in Kuwait denounce 

on increasing K in result of leaching process [1]. Ismael (1993) had been calculated 

similar results that similarity of this study with present study using distilled water in 

leaching process. But had different in type soils, type of salts, concentration of salts and 

type of method whereas in Ismael study against that present study samples had been to 

experimented undisturbed. Molari & Guarneri (2000) studies on two clays in Italy had 

showed that K had been decreased in result of increasing salts and sodium absorbed 

percent in soils [2]. Abduljauwad & Al-Amoudi (1995) with study leaching process on 

the saline soils in Persian Gulf with distilled and brackish water discovered that 

leaching with distilled water cause to increasing K in rate of orderly 120 and 9 percent 

in constant head and falling head tests. Incidentally leaching did not have any Effect on 

K that all these studies accepted the results of present study [19]. 
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B) Evaluation of strength test results:  
Just as was shown from table 4 leaching and reduction soil salts (EC) in rate of similar 
cause to reduction inversely. Studies of Ismael (1993) accepted this results [5], but must 

be attention this point that different between two study could be different in type of 
soils, type of salts and type of method. Table 5 showed that leaching cause to reduction 

in unconfined compressive strength in rate of 46 percent in dry optimum compaction 

condition. Also Abduljauwad et al (1994) studies on the silt saline soils in Persian Gulf 
reduction in qu in result of reduction salts had been resulted. Table 4 indicated that 

leaching and diminishes EC cause to decrease Modulus of Elasticity in rate of 60 
percent in optimum compaction condition. Also table 5 indicated that leaching cause to 

decrease modulus of elasticity in rate of 37 percent in dry optimum compaction 
condition. Evaluation these results could be discovered that reduction strength and 

elasticity of modulus in wet optimum compaction face greater than dry face because in 
wet condition interface between water and soil greater than dry condition, the salts was 

solved more in water and showed more its effect. Soil salts in dry condition did not 

change anymore. In the same way was shown table 6 leaching cause to reduction 
cohesion and friction angle in rate of orderly 72&54 percent in un-drained condition.  

Also leaching cause to reduction cohesion and friction angle in rate of orderly 43&50 

percent in drained condition in direct shear test. This reason was explained similar to 

unconfined compressive strength test to be loose and porous structure in soils and 

reduction density of soils due to leaching process. Guarnieri & Molari (2000) studies on 

two clays in Italy denounce on increasing strength parameters from direct shear test due 

to increasing Electrical conductivity (EC) [2]. 

 
B-1) Analyses of slope:  
In this study backfill overhanging on the right Sangar's canal in the Rasht city in north 
of Iran have been selected as a case study. In this study results of changing the 
mechanical parameters of soils in result of leaching assign to the models of case study 
and analysis of slope stability have been investigated. The software that was using in 
analysis of slope is SLOPE/W that is underneath of GEO-SLOPE. Efficiency of this 
software is base the limit equilibrium method (L.E.M). That can calculate the critical 
slope surface and minimum safety factor against the sliding. In this study analysis of 
slope was carried out only from Janbu, ordinary and bishop method and so…Was 
calculated from SEEP/W than another underneath of GEO-SLOPE and assign to 
considered model.  
Base of SEEP/W's act is finite element method [17]. 

 

Entering data:  
Table6 express the characteristics of soil's layer of this slope and mechanical 
parameters.[20] 
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As has been shown in the considered model underground water table was placed in 5m 
from ground table and 18m from crust of slope. 

 
Exiting data:  
With attention to entering data and determination surfaces of slope which must be 

analyzed, this software with using the L.E.M method could be determine the sliding 

curves and most critical slope surface and little safety of factor against the sliding could 

be determined that initial analysis of slope was shown in below figure[21]. 

 
Figure3: Initial analysis of model 

 
With attention to curve1, regarding the changing of the unconfined compressive 

strength ( CU & qu ) in result of leaching and assigning these conclusion to the model, 

analysis of slope stability in natural condition meaning while EC was calculated 17.94 

(Mmho/cm) was according to the below figure. 

 
Figure4: Analyses of Slope in natural condition with 

regarding the unconfined compressive test result 
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So we can understand that leaching and reduction EC in rate of 95.5% cause to 
reduction F.S in rate of 24%. Regarding to table7 and assigning the direct shear test 
result in drained condition to related model, Analyses of stability in various EC was 
showed below. 

 

 
 
As so as was found in this model F.S before leaching was 1.263 and after leaching was 
0.661 that in this stage was reduced in result of 48%. Regarding to table7 and assigning 
the direct shear test result in un-drained condition to related model, Analyses of slope in 
various EC was showed below. 
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